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REHR ST Report NO........oooeeeeeeeeeean : WTH23H12268087R2T
ZHET51 Applicant............o.cooovveeeeeeeeeeeieien D VLIRS RIS A PR A

Jiangsu Mingjie Pump and Valve Manufacturing Co., Ltd
Hihit/ Address..........co.ooeveeeeeeeeeeeeeeeeee. D VHILATE TR S S 5 5

No.5 Fengsheng Village, Xinbai Village, Xingiao Town,
Jingjiang City

FEMmAZFRI Sample Name.............c.cocoooveveaennn, . EPDM 4HIR

¥ Wit Sample Color...........oooveeeeeeeen. S E)

MW E R/ Test Requested............................... . ZILRTE R L/ Refer to next page (s)
K45 Test Conclusion................c............ : RS T U Refer to next page (s)
¥ 8 H #3/ Date of Receipt sample........ © 2023-12-18

T FH I Testing period.............ccccocveeeneee. : 2023-12-18 ~ 2023-12-22

e HH Date of Issue.............coooeveinnnnne. © 2024-4-28

MWL R/ TestResult.............o.coooveveveen. . Z R4S R L/ Refer to next page (s)

R & #HI1E/ Prepared By:
HINTHLRAR M BEAF R A
Shenzhen Hongcai Testing Technology Co., Ltd.

Hibik: JUARBRYNT EH X KA E A XS E R 30-9 5 1 2. 22, 32 (RIETHEE B #) H)
Address: Building B, Tianji Industrial Park,Floor 1&2&3 No0.30-9 Laiyin Road, Xinsheng Community, Longgang
Street, Longgang District,Shenzhen,Guangdong,China
L1/ Tel:+86-755-84616666/400-0066-989 i F6/ E-mail:service@hct-test.com
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Kl E R/ Test Requested Kl 458/ Test Conclusion
Z I US FDA 21 CFR 177.2600 wJ £t 5o 5248 FH (KU AR R s (¥ 25K, G it S HUH)

14 & (Determine the Extractives content in the sample with reference to US FDA 21 &%/ PASS

CFR 177.2600 Rubber articles intended for repeated use.).

K2 B/ Test Result(s):

R Bpr L %4 mER R RR B
(Test Items) (Unit) (Test Condition) (Report limit) (Results) (Limit)
Nray NiD
FIRIRI mg/inch? Pl T N 0.2 <0.2 20
(Extractives of (Reflux for 7h)
Ik G5 HE. NiD
distilled water) mglinch? HERER, 2/ 0.2 0.4 1

(Continue to extract, 2h)

% vE(Note):
mg/inch? (milligram per square inch 25L& 77 96~
“<"=Less than /M T

¥ S #5R/ Sample Description:

FF5 | HCTH#& 1D Rl R
No. HCT Sample ID Test Part Description
1 WTH23H12268087T~88T.1 1 RO Black rubber
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¥ % M B/ The photo of the sample
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75 B/ Statement:

1.

LORLE G S v I PN IR R oV S

This report is considered invalid without approved signature and special seal.

ZAC AL L, A RIRE AL B R R R AL, RATTT RO B S E 1 BT, HCT RAZSEHE St

The Applicant name and Address, the sample(s) and sample information was/were provided by the applicant
who should be responsible for the authenticity which HCT hasn’t verified.

ARG R AR (S50 OS2 & A1 5T .

The result(s)(conclusion) shown in this report refer(s) only to the sample(s) tested.

ARG HCT Bl AR, A EH AR E .

Without written approval of HCT, this report can’t be reproduced except in full.

7o CMA Bl &y 5 RAH T2 P BHE. 2. Wi ism]. P~ RS 1), (NS %

The result(s) in no CMA logo report shall only be used for client’s scientific research, teaching, internal quality
control, product research and development, etc..and just for internal reference.

i CNAS FriR R H 1 “n” ARFRIZAG I H B & H1iE CNAS AT,

The “n” in CNAS logo report means that the test item(s) was (were) currently not applying for CNAS

accreditation.
AR SR ) R

Decision rules used in this report:
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% 45/ Report No.: WTH23H12268087R2T L

AR (2 )--AHE AL T A VEIX IR A .
ANEHE AL )--IAFEAL T A VFIX E LA
(1)According to the Decision rules in the regulations/standards listed in the Test Requested;
(2)If there is no Decision rules specified in the regulations listed in the Test Requested, then according to
CNAS-GL015 Guidelines on Decision Rules and Statements of Conformity, 6.2.1, Simple Acceptance (w=0) of
The binary Decision rule:
PASS (Accepted) - The measured value is within the tolerance interval.
FAIL (Rejected) - The measured value is outside the tolerance interval.
======{ 5 459/ End of Report ======
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