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报告编号/ Report No......................................... : WTH23H09204906R3T

委托方/ Applicant............................................... : 江苏明杰泵阀制造有限公司

Jiangsu Mingjie Pump and Valve Manufacturing Co., Ltd
地址/ Address..................................................... : 靖江市新桥镇新柏村封圣庄 5号

No.5 Fengshengzhuang, Xinbai Village, Xinqiao Town,
Jingjiang City

样品名称/ Sample Name................................... : NBR橡胶

样品颜色/ Sample Color................................... : 黑色

检测要求/ Test Requested............................... : 参见报告下页/ Refer to next page (s)

检测结论/ Test Conclusion.............................. : 参见报告下页/ Refer to next page (s)

样品接收日期/ Date of Receipt sample......... : 2023-9-18

检测周期/ Testing period................................. : 2023-9-18 ~ 2023-9-22

报告日期/ Date of Issue.................................... : 2024-4-28

检测结果/ Test Result....................................... : 参见报告下页/ Refer to next page (s)
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检测要求/ Test Requested 检测结论/ Test Conclusion
参照 US FDA 21 CFR 177.2600 可供反复使用的橡胶物品的要求，检测样品中提取物

的含量(Determine the Extractives content in the sample with reference to US FDA 21
CFR 177.2600 Rubber articles intended for repeated use.)。

合格/ PASS

检测结果/ Test Result(s)：
检测项目

(Test Items)
单位

(Unit)
检测条件

(Test Condition)
报告限

(Report limit)
结果

(Results)
限值

(Limit)

蒸馏水提取物

(Extractives of
distilled water)

mg/inch2
回流 7小时

(Reflux for 7h)
0.2 <0.2 20

mg/inch2
继续提取, 2小时

(Continue to extract, 2h)
0.2 <0.2 1

备注(Note)：
mg/inch2 (milligram per square inch 毫克每平方英寸)

样品描述/ Sample Description：

序号

No.
HCT样品 ID
HCT Sample ID

检测点描述

Test Part Description
1 WTH23H09204906T~07T.1 1 黑色橡胶 Black rubber

样 品 附 图/ The photo of the sample

WTH23H09204906T~07T.1
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声明/ Statement：
1. 检测报告无批准人签字和专用章无效。

This report is considered invalid without approved signature and special seal.
2. 委托单位及地址，样品和样品信息由委托方提供，委托方应对其真实性负责，HCT未核实其真实性。

The Applicant name and Address, the sample(s) and sample information was/were provided by the applicant
who should be responsible for the authenticity which HCT hasn’t verified.

3. 本报告检测结果（结论）仅对受测样品负责。

The result(s)(conclusion) shown in this report refer(s) only to the sample(s) tested.
4. 未经 HCT书面同意，不得部分复制本报告。

Without written approval of HCT, this report can’t be reproduced except in full.
5. 无 CMA标识报告中的结果仅用于客户科研、教学、内部质量控制、产品研发等目的，仅供内部参考。

The result(s) in no CMA logo report shall only be used for client’s scientific research, teaching, internal quality
control, product research and development, etc..and just for internal reference.

6. 有 CNAS标识报告中的“ⁿ”代表该检测项目暂未申请 CNAS 认可。

The “ⁿ” in CNAS logo report means that the test item(s) was (were) currently not applying for CNAS
accreditation.

7. 本报告使用的判定规则：

Decision rules used in this report:
(1)按照检测要求列的法规/标准中规定的判定规则；

(2)如果检测要求列的法规中没有规定判定规则的话，则按照《CNAS-GL015判定规则和符合性声明指南》6.2.1
简单接受(w=0)的二元判定规则：

合格(接受)--测得值位于容许区间以内。

不合格(拒绝)--测得值位于容许区间以外。

(1)According to the Decision rules in the regulations/standards listed in the Test Requested;
(2)If there is no Decision rules specified in the regulations listed in the Test Requested, then according to
CNAS-GL015 Guidelines on Decision Rules and Statements of Conformity, 6.2.1, Simple Acceptance (w=0) of
The binary Decision rule:
PASS (Accepted) - The measured value is within the tolerance interval.
FAIL (Rejected) - The measured value is outside the tolerance interval.

======报告结束/ End of Report ======
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